50, will be treated as malpractice.

Important Note : 1. On completing your answers, compulsorily draw diagonal cross lines on the remaining blank pages.
2. Any revealing of identification, appeal to evaluator and /or equations written eg, 42+8

Cn_ ‘

USN :
Pavement Materials & ‘Wﬁstructlon
Time: 3 hrs. Max. Marks:100
Note: Answer FIVE fu"Zl,\ uestlons, selectmg
1 a (08 Marks)
b.
(12 Marks)
2 a. Explain the desirable ; (08 Marks)
b. List the various tests' itumen. Describe the laboratory procedure for determination of
ductility test on bitum & (12 Marks)
3 a. Explain different" types of emulsions and’s ou k. (10 Marks)
b. Explain the Static immersion test, used to evaluate adhesion failure of bitumen in the
presenq of Water. (10 Marks)
4 a Explam the volumetric and mechamcal properties of wshall specimens. (12 Marks)
b. List important advantages of MAC surfacing. & (08 Marks)
S
(i) Power, shovel

(ii) Draglme (12 Marks)
b.  Write a note on. mllers used in road co 'structlon (08 Marks)
6 a. Descrlbvevthe construction methp@ and quality controlfests in subgrade. (10 Marks)
b. Explam% @e desirable propertie ;\of“ subgrade soil gn(i tests on subgrade soil. (10 Marks)
7 Explam the step by step pmcedure in the constructlon of Bituminous pavement. (12 Marks)
W (08 Marks)
8 (10 Marks)
(10 Marks)
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